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Element Materials Technology
14805 Yorktown Plaza Dr, | Houston, Texas 77040 | 713-682-9151
CERTIFICATE OF TEST LAB# W17005141
Certifled

Customer: PO NG S099127 05526-2017 15:43

ENERGY STEEL PRODUCTS QTC 2,75'0D X 1.5'L

7404 RAILHEAD LANE HEATNO 386336 L

HOUSTON, TX 77086 MATL TYPE 9CR 1MO

Attn: DAVID GRIFFIN SPEC ASTM E112/CUST REQ Cofeale unbar 146005

TEST DATA .
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“From: ESP-Spacialty Stes! Products Date: 5/18/2017 To: HOWCO METALS MANAGEMENT.LP (TE  SO# S086018 Ln#: 1 POR: HOU-1007748  Part: 11802755

Qly: 372 Heatw#; 380338 Tag: 145641

wiirmebehandiungsbeschelnigung

Heht ireatment certificate

Attostation de traltement thermique

Cominar ondor o, P03290
Cde. no. du client

Banadun i 00366901

BGH référence

3¢ BGH

BGH Edelstahl Freital GmbH

. 304280
No. de cortifical

Condition of heat treatment;

Datum:
Date:
Date:

Ofen-Nr.:
Furnace no.:
No. du four:
Aufhelzzeit:
Heating up time:

Haltetemperatur:
Holding temperature:
Température de maintien:

Haltezeit:

Holding time:

Temps de maintien
Abkihimedium: -
Quenching medium:

-. {Moyen de refroldissement:

Datum:
Date:
Date:

Ofen-Nr.:
Furnace no.:
No. du four:

Anlafitemperatur:
Tempering temperature:
Température de revenut:

Haltezeit:

-~ 1 HoldIng time:

Temps de maintien:
Abk(himedium:
Quenching medium:
Moyen de refroidissement:

Wirmebehandlungs-Nr.:
Heat treatmeni lot no..

Iwarmebehandiungszustand: ’ vvergi‘itot + spannungsarmgoglﬁht

quenched + tempered + stress relleved

17.10.2014

800

80 min

Temps de montée en température:

980 °C

200 min

O1/ ol { hulle

17.10.2014

800

730 °C

220 min

Luft/ air/ alr

41117075 (157KN)
No. du lot de traitement thermique: :
{ Furnace calibration In accordance with API 8A 20th Ed. Annex M,

Etat de traitement thermique: trempa et revenu + recuit de détente

23.10.2014

411

€80 °C

360 min

Luftfalr (Im Bund /in bundle)

Alnatevishsaufiragier

Co corifical s $16 Statill sur systdms i

Diagramm: Datum: i reprevanisiive -
Diagram; Date:  07.11.2014 intpecteur g6 reception BGH -
Dlagramme: e JUNGKUNZ Q414
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_From: £SP Speclalty Steel Products  Dale: 51872017  To! HOWCO METALS MANAGEMENT.LP (TE SO#:S099018 Ln#: 1 PO# HQOU-1007748 Part: 11502755

Qiy: 372 Heati; 380336  Tag: 145841

Selte
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Ultraschaliprifung DIN EN 10204-01/05 3.1 'd 'R
Ultrauonic tasting . b i BGH

BGH Edelstah! Freital GmbH

Hund . BGH-Aufrags-Nr, Zougrdsde,
cu':‘;mh“‘f $03200 BGHM:.""“;" 003669-01 cmm 3p4280
Gde. no. du client B8GH rétérence . No. de ceriificat
Erzeugnisforn : Stab, rund, geschdlt/poliert
Product + Round bars,peeled/polished
Werkstoff/Quality : 9Cr-1Mc (UNS K90941) Schmelze: 386336
Abmessung/Dimension: 2.75" dia
Anzahl/Quantity t 19 Gewicht /Weight : 3054 kg
Wirmebehandlungszustand : vergitet + spannungsarmgegliiht
Condition of heat treat : quenched + tempered + stress ralleved
Prifrichtlinie
Specification
A388/A 388 M {latest Revision)
(KSR/FBH max. 2 mm )
Bearbeitungszustand ¢ geschilt/poliert
Machining condition peeled/polished
Priufgerst ¢ Deutsch~STPS-Echograph 1155
Test equipmant
Prufkopf ¢ 15x TS12wWB4
Probe
Kopplungsmittel : Wasser
Coupling medium water
Prifumfang : vollsténdig
“Extent of examination completely
Einschallrichtung : senkrecht und in Winkeleinschallung 40°
Directicn of incidence perpendicular and angle heam 40°
Registriergrenze : Priifung und Justierung erfolgten gemdB obiger Spezi
fikation.
Registration level Test and adjustment acc, to a. m. specification.
Befund : keine registrierpflichtigen Anzeligen
Result no reportable iandications
Prifdatum 3 21.10.2014
Examination date
Freital den ge'%%&opamwr Abralimsbosstiraglar - gbeanxer
+ : i
Place and date Opératevr | fcapactou: da rbcaption 'B_GH Suwellieur
Usu et date B!'B)'Bf JUNGKUNZ Q414
07.11.14 Stuls 2 DIN EN 973 / 1508712 Level i) SNT-TG 1A
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